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Sr Questions Answers Choice

1 What is the ratio of stress to strain in a material loaded within its elastic ranger.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Poisson’s ratio<o:p></o:p>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Refractive index<o:p></o:p>
</p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Modulus of elasticity<b>
<o:p></o:p></b></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">None of above<o:p></o:p>
</p>

2 What is a measure of rigidity?

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Stiffiness<o:p></o:p></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Jardmess<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Strength<o:p></o:p></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Modulus of elasticity<b>
<o:p></o:p></b></p>

3 Which of the following cast iron is heat treated for ductility.
A. Gray iron
B. Malleable iron
C. White iron
D. None of these

4 What corrosion occurs under organic coating on metals as fine wavy hairlines?

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Stray current corrosion<o:p>
</o:p></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Microbiological
corrosion<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Filiform corrosion<b><o:p>
</o:p></b></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Simple corrosion<o:p></o:p>
</p>

5 Aviation Fuel contains.
A. Light Naphtha
B. Medium Naphtha
C. Kerosene
D. Diesel

6 What ASTM test for shear strength is designated for plastics.
A. D 732
B. D 790
C. D 695
D. D 638

A. 20 %



7 Red brass contain about how many percent of zinc.
A. 20 %
B. 15 %
C. 30 %
D. 25 %

8 In the process of preparation of detergents the organic acids produced are neutralized with.
A. Sodium hydroxide
B. Sodium sulphate
C. Sodium chloride
D. Potassium hydroxide

9 The cooling of molten urea by air in the tower is called.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Prilling<b><o:p></o:p></b>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Evaporation<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Condensation<o:p></o:p>
</p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Distillation<o:p></o:p></p>

10 The juice is allowed to boil at lower temperatures to protect the sugar from
A. Hardening
B. Solubility in water
C. Caramelization
D. Dwatering

11 What ASTM test for tension is designated for plastics.
A. A 370
B. D 638
C. E 292
D. None of these

12 What is the most common alloying ingredient in copper?
A. Brass
B. Zinc
C. Cobalt
D. Nickle

13 What element is added to copper to make it extremely hard.
A. Aluminum
B. Zinc
C. Lead
D. Tin

14 Ammonia when used directly as a fertilizer is to be injected about_____ under the
surface to keep it from seeping out.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​ normal">2
inches<o:p></o:p></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​ normal">4
inches<b><o:p></o:p></b></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​ normal">6
inches<o:p></o:p></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">10 inches<o:p></o:p></p>

15 Which of the following statement is not true in case of catalytic reforming.

A. High temperature results in loss of
reformate yield
B. High naphthenic stock require high
space velocity
C. Presence of water decrease the
hydrocracking activity.
D. None of above

16 The main constituents of ___________ are boron oxide and silica.
A. Pyrex glass
B. Low silica glass
C. Soda lime glass
D. Super hard glass

17 For quality control of Portland cement, the test essentially done is.
A. Setting time
B. Soundness
C. Tensile strength
D. All

18 Which sequence of steps is correct in paper making machine

A. Pressing Dyring, Flow spreader
Calender stock
B. Flow spreader, Pressing, Prying
Calender sock
C. Drying ,Pressing , Flow spreader,
Calender stock



Calender stock
D. None of above

19 What letter suffix steel identification means that it is steel with boron as an alloying
elements.

A. xxL xx
B. xxBxx
C. xxHxx
D. xxKxx

20 ______ is used for Annealing
A. Klin
B. Batch
C. Converter
D. Oven


