
PPSC Chemistry Part VI Applied/Industrial Chemistry Online Test

Sr Questions Answers Choice

1 Major ingredients of traditional ceramics
A. Silica
B. Clay
C. Feldspar
D. All

2 _____ remove the remaining color producing a water white sugar syrup

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Carbon filters<b><o:p></o:p>
</b></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Centrifuge<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Annealing<o:p></o:p></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Refining<o:p></o:p></p>

3 Which is true for DDT it is.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Not a pollutant<o:p></o:p>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">An antibiotic<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​ normal">A
non degradable pollutant<b><o:p>
</o:p></b></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​ normal">A
pesticide<o:p></o:p></p>

4 Proper proportioning of concrete, ensures
A. Resistance to water
B. Desired durability
C. Water tightens of the structure.
D. All

5 The different types of glass are.

A. A- glass, C-Glass, E-Glass and S-
Glass
B. A-Glass, B-Glass, E-Glass, S-Glass
C. AR -Glass, C-Glass, E-Glass and S
-Glass
D. A-B Glass

6 What is the equilibrium temperature of transformation of austenite to pearlite
A. 1000 F
B. 1333 F
C. 166 6 F
D. 1222 F

7 What is the most undesirable of all the elements commonly found in steels.
A. Sulphur
B. Phosphorus
C. Silocn
D. Magnesium

8 Purpose of sizing is.

A. To increase the strength
B. To improve formation
C. To increase resistance toward
water
D. To remove wastes

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Hematite<o:p></o:p></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-



9 What do you call earth and stone missed with the iron oxide

style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Gangue<b><o:p></o:p></b>
</p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Ore<o:p></o:p></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Residue<o:p></o:p></p>

10
What is a method of casehardening involving diffusion in which the steel to be
casehardened is machined, heat treated placed in an air tight box and heated to
about 1000 oF

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Annealing<b><o:p></o:p>
</b></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Normalizing<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Carburizing<o:p></o:p></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Decomposition<o:p></o:p>
</p>

11 Which of the following cast irons is a high carbon, iron carbon silicon alloy.
A. Deorizers
B. Deoxidizers
C. Deoxifiers
D. Deterrent

12 The substance added to the soil in very small amounts are called.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Macronutrients<o:p></o:p>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Micronutrients<b><o:p>
</o:p></b></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Fertilizers<o:p></o:p></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">None of these<o:p></o:p>
</p>

13 In Pakistan the total production of glass is over ________ tons per year.
A. 800
B. 8000
C. 80,000
D. None of these

14 LPG is use this

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Vehicles<o:p></o:p></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Aviation Fuel<o:p></o:p></p>
C. Home
D. All above

15 What refers to the application of any process whereby the surface of steel is altered
so that it will become hard.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal;tab-
stops:395.7pt">Caburizing<o:p></o:p>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal;tab-stops:395.7pt">Case
harden zing<b><o:p></o:p></b></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal;tab-
stops:395.7pt">Ammealing<o:p>
</o:p></p>



</o:p></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal;tab-stops:395.7pt">Surface
hardening<o:p></o:p></p>

16 What is the ratio of stress to strain in a material loaded within its elastic ranger.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Poisson’s ratio<o:p></o:p>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Refractive index<o:p></o:p>
</p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Modulus of elasticity<b>
<o:p></o:p></b></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">None of above<o:p></o:p>
</p>

17 Red brass contain about how many percent of zinc.
A. 20 %
B. 15 %
C. 30 %
D. 25 %

18 Turpentine is obtained from._______________
A. Oak tree
B. Pine tree
C. Birch tree
D. Lemon tree

19 The chrome vanadium steels contain how many percent of vanadium.
A. 0.15 to 0.30
B. 0.05 to 0.15
C. 0.30 to 0.45
D. 0.45 to 0.60

20 A steel cannot qualify for stainless prefix until it has at least how many percent of chromium.
A. 10 %
B. 20 %
C. 5 %
D. 30 %


