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Sr Questions Answers Choice

1 Which substances is not used as an additive in paper industry.
A. Glucose
B. Starch
C. Alum
D. None of these

2 The cooling of molten urea by air in the tower is called.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Prilling<b><o:p></o:p></b>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Evaporation<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Condensation<o:p></o:p>
</p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Distillation<o:p></o:p></p>

3 Purpose of sizing is.

A. To increase the strength
B. To improve formation
C. To increase resistance toward
water
D. To remove wastes

4
Organic farming is the technique of raising crops through uses of. A. Manures

B. Biofertilizers
C. Resistant varieties
D. All of these

5 Which one of the following set of raw material is most suitable for manufacture of
urea.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">CH4N2 and CO2<b><o:p>
</o:p></b></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">H2CO2 and H2O<o:p></o:p>
</p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">H2O N2 and H2<o:p></o:p>
</p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">H2O N2 AND KCl<o:p></o:p>
</p>

6 Which of the following give higher fibre strength.
A. Eucalyptus
B. Pine
C. Bagnasse
D. Sugar cane

7 Granulated sugar also known as.
A. Brown sugar
B. Refined sugar
C. White sugar
D. None of these

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal;tab-
stops:395.7pt">Malleability<o:p>
</o:p></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal;tab-



8 What refer by the ability of steel to be hardened through to its centre in large
section?

normal;tab-
stops:395.7pt">Hardenability<b><o:p>
</o:p></b></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal;tab-
stops:395.7pt">Ductility<o:p></o:p>
</p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal;tab-
stops:395.7pt">Rigidity<o:p></o:p>
</p>

9 What is use of the addition of brine solution in the production of soap from castor oil and
sodium hydroxide.

A. To speed up the reaction
B. To lower the solubility of soap
C. To remove unreacted castor oil
and sodium hydroxide
D. To increase the purity of the soap
obtained.

10 What is the equilibrium temperature of transformation of austenite to pearlite
A. 1000 F
B. 1333 F
C. 166 6 F
D. 1222 F

11 Calander stock is a process in paper making in which.
A. Thickness of the paper is reduced
B. Surface of paper is made smooth
C. Moisture is removed
D. Both A and B

12 What refers to the deterioration of material by oscillatory relative motion of small
amplitude between two solid surfaces in a corrosive environment?

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Stray current corrosion<o:p>
</o:p></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Microbiologicla
corrosion<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Fretting corrosion<b><o:p>
</o:p></b></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">None of these<o:p></o:p>
</p>

13 Potassium sulphate with 48% to 52% potash, is made from.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Potassium phosphate<b>
<o:p></o:p></b></p>
B. Potassium Chloride
C. Potassium Nitrate
D. None of these

14 In a system of designating wrought aluminum alloys. what does the second digit represents.

A. The purity of aluminum
B. The identity of the alloy
C. The modification of the alloy group
or impurity limits
D. None of above

15 Soapy detergents and soapless detergents behave differently in hard water because they

A. Have different hydrophilic heads
B. Have different hydrophobic
hydrocarbon chains
C. Have different pH values
D. Above A and C both

16 What element is added to copper to increase its strength and fatigue propertioes.
A. Silicon
B. Aluminium
C. Beryllium
D. Copper

17 Hydrolytic reaction of fat with caustic soda is known as ______
A. Esterification
B. Saponification
C. Acetylation
D. Carboxylation

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Carburizing does not harden
a steel<o:p></o:p></p>



18 The following statements are true except one which one.

a steel<o:p></o:p></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Flame and induction
hardening require the use of hard
enable steels.<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Quench –hardened steel
does not require tempering to present​
brittleness<b><o:p></o:p></b></p>
D. None of these

19 Proper proportioning of concrete, ensures
A. Resistance to water
B. Desired durability
C. Water tightens of the structure.
D. All

20 Indicate the false statement about corrosion.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Plastics and ceramics are
immune to many forms of corrosion
because​ they are not good
conduction of electricity.<o:p></o:p>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">The corroded member in a
corrosion cell is the cathode<b><o:p>
</o:p></b></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Passivity is a prerequisite for
the corrosion protect on many
metals<o:p></o:p></p>
D. None of these


