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Sr Questions Answers Choice

1 What is the effect of manganese in cast iron.

A. <sup>To affect the machinability
ductility and shrinkage depending on
form</sup>
B. To reduce hardness by combining
with sulfur below 0.5% and increase
hardness above 0.55
C. To dioxide molten cast iron
D. Have no effect

2 The term 'brass' is very commonly used to designate any alloy primarily of.
A. Copper and zinc
B. Aluminum and iron
C. Copper and aluminum
D. Zinc and nickel

3 What nickel alloy has high electrical and corrosion resistance and high strength at red heat
temperature and contain 15 to 20% chromium.

A. Alnico
B. Nichrome
C. Invar
D. None of above

4 If diesel has cetane number of 50 then the diesel index will be.
A. 36
B. 46
C. 56
D. 66

5 Aviation Fuel contains.
A. Light Naphtha
B. Medium Naphtha
C. Kerosene
D. Diesel

6 Iron is said to be abundant in nature. About how many percent of the earth’s crust is
iron.

A. 10%
B. 5%
C. 20%
D. 8%

7 In a system of designating wrought aluminum alloys a sour digit number is used what does
the first digit indicate.

A. The purity of aluminum
B. The identity of the alloy
C. The alloy group
D. All of above

8 What ASTM test for compression is designated for plastics.
A. D 638
B. D 695
C. D 790
D. D 732

9 The layer containing petroleum oil and gas is.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Above that of water<b><o:p>
</o:p></b></p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Below water<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Between water and
sand<o:p></o:p></p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">All of above<o:p></o:p></p>

10 Not a Characteristic property of ceramic material

A. High temperature stability
B. High mechanical strength
C. Low elongation

D. Low hardness

11 Soapy detergents and soapless detergents behave differently in hard water because they

A. Have different hydrophilic heads
B. Have different hydrophobic
hydrocarbon chains
C. Have different pH values
D. Above A and C both

A. 10%



12 Alnico is an alloy containing how many percent nickel.
A. 10%
B. 14%
C. 18%
D. 22%

13 Which of the following does NOT react with sodium hydroxide solution.
A. Fat
B. Vinegar
C. Ethanol
D. Water

14 Which of the following is not adsorptive separation process.
A. Parex
B. Olex
C. Penex
D. None of these

15 The percentage of nitrogen in Urea is _____________%
A. 46
B. 37
C. 82
D. 50

16 In which paper some additive is not added.
A. Carbon paper
B. Filter paper
C. Glazed paper
D. Art paper

17 What type of steel has 0.8 % carbon and 100% pearlite.
A. Austenite
B. Eutectoid
C. Hyper eutectoid
D. Silver steel

18 PCRA stand for

A. Pollution control research
association
B. Petroleum conversation Research
association
C. Petroleum control research
association
D. All of above

19 In Pakistan the total production of glass is over ________ tons per year.
A. 800
B. 8000
C. 80,000
D. None of these

20 The cooling of molten urea by air in the tower is called.

A. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Prilling<b><o:p></o:p></b>
</p>
B. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Evaporation<o:p></o:p></p>
C. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Condensation<o:p></o:p>
</p>
D. <p class="MsoNormal"
style="margin-bottom:0in;margin-
bottom:.0001pt;line-height:​
normal">Distillation<o:p></o:p></p>


